Ei=9.978 keV Cryst 1-2 Cryst 1-2-3
Cryst1 Cryst23  @B2 AE [IRdAOJE  FOM AE IRdAOJE  FOM
[°] [meV] [prad meV] [meV] [prad meV]

Si(1,1,1) Si(1,1,1) 11.43 953.3  10742.178  11.27 3760.77  9054.58 2.41
Si(1,1,1) Si(0,2,2) 18.88 550.23  5976.013  10.86 380.562  3566.65 9.37
Si(1,1,1) Si(1,1,3) 223 368.58  2795.939 7.59 161.738  978.94 6.05
Si(1,1,1) Si(0,0,4) 27.23 308.8  2659.105 8.61 144,516  1033.68 7.15
Si(1,1,1) Si(1,3,3) 29.91 255.98  1407.627 5.5 80.562 347.12 431
Si(1,1,1) Si(2,2,4) 34.09 22529  1548.882 6.88 83.277 457.34 5.49
Si(1,1,1) Si(1,1,5) 36.47 197.17  858.183 435 48.497 161.73 3.33
Si(1,1,1) Si(0,4,4) 40.32 17631  1014.977 5.76 54.902 249.75 4.55
Si(1,1,1) Si(1,3,5) 42.59 157.2 572.263 3.64 33.043 85.76 2.6
Si(1,1,1) Si(0,2,6) 46.34 14115  707.972 5.02 37.619 154.67 4.11
Si(1,1,1) Si(3,3,5) 48.6 126.8 402.09 3.17 24.159 49.69 2.06
Si(1,1,1) Si(4,4,4) 52.43 113.31  515.051 4,55 28.636 97.4 3.4
Si(1,1,1) Si(1,1,7) 54.78 101.37  293.116 2.89 18.675 32.42 1.74
Si(1,1,1) Si(2,4,6) 58.88 88.95 386.384 4.34 21.764 68.59 3.15
Si(1,1,1) Si(1,3,7) 61.49 78.17 219.455 2.81 14.419 23.25 1.61
Si(1,1,1) Si(0,0,8) 66.23 65.36 295.76 453 17.017 55.86 3.28
Si(1,1,1) Si(3,3,7) 69.45 54.33 167.482 3.08 10.949 19.53 1.78
Si(1,1,1) Si(0,6,6) 76.09 38.69 231.686 5.99 13.883 54.63 3.94
Si(1,1,1) Si(1,5,7) 82.18 22.25 130.143 5.85 8.777 29.9 3.41
Si(1,1,1) Si(5,5,5) 82.18 22.25 130.143 5.85 8.777 29.9 3.41
Dia(1,1,1) Si(1,1,1) 11.43 578.33 6728555  11.63 434028  5994.98 1.38
Dia(1,1,1) Si(0,2,2) 18.88 39231 4518613  11.52 3106.54  3851.78 1.24
Dia(1,1,1) Si(1,1,3) 223 275.14  2287.002 8.31 161.519  1074.86 6.65
Dia(1,1,1) Si(0,0,4) 27.23 242.09  2256.869 9.32 142.725  1139.12 7.98
Dia(1,1,1) Si(1,3,3) 29.91 203.46  1231.168 6.05 80.101 383.12 478
Dia(1,1,1) Si(2,2,4) 34.09 183.64 1378571 7.51 81.003 518.09 6.4
Dia(1,1,1) Si(1,1,5) 36.47 165.24  773.598 4.68 48.439 180.09 3.72
Dia(1,1,1) Si(0,4,4) 40.32 149.04  928.982 6.23 55.157 27751 5.03
Dia(1,1,1) Si(1,3,5) 42.59 137.91  530.754 3.85 32.828 94.13 2.87
Dia(1,1,1) Si(0,2,6) 46.34 12351  665.019 5.38 38.547 167.34 434
Dia(1,1,1) Si(3,3,5) 48.6 114.37  376.529 3.29 164.177 57.05 0.35
Dia(1,1,1) Si(4,4,4) 52.43 101.83 492722 4.84 28.362 108.76 3.83
Dia(1,1,1) Si(1,1,7) 54.78 94.24 282.171 2.99 129.751 35.85 0.28
Dia(1,1,1) Si(2,4,6) 58.88 81.49 374.801 46 269.143 76.31 0.28
Dia(1,1,1) Si(1,3,7) 61.49 74.18 213.915 2.88 14.431 25.66 1.78
Dia(1,1,1) Si(0,0,8) 66.23 60.68 292.362 4.82 17.248 60.55 3.51
Dia(1,1,1) Si(3,3,7) 69.45 52 165.93 3.19 10.894 22.22 2.04
Dia(1,1,1) Si(0,6,6) 76.09 35.72 232.695 6.51 13.651 61.47 4.5
Dia(1,1,1) Si(1,5,7) 82.18 20.63 131.987 6.4 8.834 33 3.74
Dia(1,1,1) Si(5,5,5) 82.18 20.63 131.987 6.4 8.834 33 3.74




